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ABSTRACT

Data is presented on the properties of ten recently
received plastic films along with data on thirty-five
films reported earlier.

Fifteen films, selected from this group as repre-
sentative of plastic film types, were tested for fungus
resistance, corrosiveness to metals, and stability to
storage at elevated temperatures. Polyvinylidene chloride,
rubber hydrochloride and polyvinyl chloride were found
to be corrosive; cellophane and polyvinyl chloride are
not fungus resistant; cellophane, polyvinylidene chloride
and rubber hydrochloride ha.ve poor stability to storage;
polyethylene, and polyvinyl chloride are rated as having
only fair storage stability.

From the data on the individual films, it can be
expected that composite films composed of either (1)
flbo~cabon C (1/2 mil.) and a heat sealable polyester
or (2) fluorocarbon C (1/2 mil.), a high strength second
component and unoriented polypropylene would result in
acceptable transparent barrier materials for military
packaging applications.
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RECOMMENDATIONS

It is recommended that a number of composite plastic
films be fabricated, utilizing information contained in
this report, and determinations made as to their value
in military packaging applications.

It is reccmmended that studies be continued toward
improving the heat-seal characteristics of polyesters.

It is recommended that polyvinylidene chloride and
rubber hydrochlcride film types not be used in contact
with metals at temperatures above 90°F unless effective
heat stabilizers have been incorporated into the product.

It is recommended that polyvinyl chloride film types
nct be used in contact with metals at temperatures above
130OF unless effective heat stabilizers have been incor-
porated into the product.

It is recommended that cellophanes not be used in
tropical or subtropical climates unless an effective
fungicide is present.

It is recommended that polyvinyl ,hloxde f Ilm types

not be used in tropical or subtropical climates unless
the additiveb, such as plasticizers,used in its composition
are fungus resistant.
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PL& C FIL~MS: L~T-1- USEFULNESS iN TU FABRICATION
OF TRANSPARENT BARRIER MATERIALS

OBJECT

To provide the military packaging engineers with
information concerning the usefulness of ;available flexible
transparent plastic films in the preparation of composite
films suitable for military packaging needs.

INTRODUCT ION

A large number of transpareut plastic film•s havq been
developed by industry in the last twenty-f ive years.- All of
these films have useful properties in some form of packaging.
They are designed, however, for industrial packaging where
deteriorating conditions are specific. and the expected
storage life of the product rarely exceeds six months, 2

Military packaging materials, on the other hand, must provide
protection for extended p~riods of time under all types of
deter±orating covditions.

Presently, nc film is available which has all of the
properties required for military packaging. By laminating
two or more dissimilar films, the weaknesses inherint in
the individual films can be reduced or eliminated.

The vast number of possible composite films makes it
necessary to predict the properties of composities prior
to their fabrication. This can be accomplishqd if the
properties of the individual films are known.0 The pre-
sentation of properties (both specific and general) of
such individual plastic films along with discussions
concerning their usefulness in the preparation of neede4
transparent barrier materials for military applications
provides the scope of this report.

PROCEDURE

Material:

Noncomposite plastic films, as received from commercial
suppliers.

Testing:

1. Tensile (Breaking) Strength - According to ASTI
Tentative Method No. D 882.51T, Method A except that a
rate of jaw separation of 12 inches per minute and a 2 inch
gage length were used for all specimens. Specimen width
was 1.0 inches.
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2., Yield Strength - Same procedure as tens.*.e

strength.

3. Elongation - Same procedure as tensile strength.

4. Seam Strength - Same procedure as tens±le
strength except that a rate of jaw separation of 1.2
inches per minute was used for all materials wh:ss
elongation was less than 600% and the specimen width
was 0.5 inches. The resistance of the seam to rupture
was measured rather than the material.

5 Tearing Strength - According to Federal Test
Method Standard No. 406, Method 1121.

6. Puncture Resistance - The resistance of
material to rupture by a rounded, cylindrical penetrator,
0.19 inches in diameter, traveling at a c3nstant rate of
12 inches per minute was determined. The Instron Testing
Machine with the compression lead cell ittached and a
suitable specimen holder were utilized.

7. Blocking - According to Federal Test Method
Standard No. 406, Method 1131 except that testing tem-.
peratures used were 1500 F, 1650 F , 180OF and 2000 F.
Rating of results was either blocking or nc blocking at
each temperature.

8. Grease Resistance - According to MIL-B-3959A,
paragraph 4.5.4 except that the test was continued for
five days.

9. Moisture Vapor Transm-ission Rate - According t:
MIL-B-3959A, paragraph 4.5.3 except that the specfmens
were not creased.

10. Acidity, pH - According to Federal Specification
UU-P-31b, Method 200.

11. Fungus Resistance - According to Federal
Specification CCC-T-191h, Method 5751.1 except that
Aspirgillus niger, AspirgAllus terreus and Aspirg±llus
flavus were used in addition to Chaetonicum globc-ssum.

12. Corrosivity - 1/2 inch by 4 inch polished and
solvent cleaned metal strips (copper and steel) were
wrapped with plastic film, placed in a sealed test tube
and subjected to elevated temperature for 60 days. Initial
testing was conducted at 160 0 F. Those materials which
caused corrosion were then tested at 13iGF. After 60 days,
the specimens were taken from the test tubes, the film
was removed from the metal strips, and the metRl finish
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was inspected for corrosion. The rating of ccrrosiveness
was accomplished usiing standard .iethods:

Copper - ASTM Copper Strip Corrosion Standards;
Method D130.

Steel - ASTM Bulletin No. 154.6

13. Heat Storage Stability - Three adjacent samples of
selected plastic films of sufficient size for testing were
taken from the f±lm rolls. One of these samples was tested
for various properties to obtain control (original) values.
The oth8r two samples were placed in an oven maintained at
160 ± 2 F. These samples were removed after (1) 30 days and
(2) 90 days, allowed to condition at 73 ± 20F and 50% R.H.
for 24 hours or more, atid tested under the same conditions
used for the ccntrcls. The properties determined were MVTR,
seam strength, breaking strength, elongation, tearing
strength, grease resistance and acidity. Methods used for
these determinations are indicated above.

RESULTS

The data and results are shown in Tables I through VI.

DISCUSSION

A number of plastic films have been received from
industry and evaluated for properties of interest to the
military for packaging applications. Thirty-five of these
were rejeived and tested dur±ng FY 63. These were reported
earlier but have been included fn this report (Table 2)
to provide continuity. Ten additional films were received
during FY 64. They have been evaluated by the sate methods
as used for those received earlier (see Table I1). Three
of these films are noteworthy: (I) Fluorocarbon C has an
extremely low MVTR and (2) Polyester D and biaxially oriented
polypropylene have exceptionally good tensile strength and
puncture resistance. Pclyvinylidene fluoride and the polyimLide
also have good physical properties but their cost is excessive
at present. The transparency of the pojy'i.Tde is not accept-
able for military packaging needs.

Fifteen plastic films were chosen from the list of
available plastics as representative of plastic film types
and were tested for fungus resistance, corrosivity to metals
and storage stability at elevated temperatures (see Tables
III, IV and V). It is realized that all films of a particular
type do not have identical characteristics but, in respect
to these three properties, they should be similar.
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Fungus resistance, an important feature for packaging
materials used in tropical or subtropical climates, is
generally characteristic of plastics. As can be seen
from Table III, however, cellophane and the vinyls are
susceptible to fungal attack and polyvinylidene chloride,
rubber hydrochloride, polyamide and the cellulosics are
not completely resistant. The medium conducive to growth
of fungus in polyvinl chloride is probably the plasticizer
since it is reported that PVC is resistant to attack by
microorganisms. The cultures chosen for the test are
among those commonly associated with package deterioration.

The temperatures used in the storage stability testing
is higher than that anticipated for any normal storage
conditions. The deterioration of properties, shown in
Table IV, would be expected to develop over a longer
period of time. These values should indicate, however,
the relative resistance to heat storage of the various
plastics. In other words, this is an accelerated aging
test. Results of tescs performed on plastic films are not
highly reproducible and, therefore, minor discrepancies
in the values have been disregarded. Variations in pro-
perties of sufficient magnitude to be considered as
evidences of deterioration are:

(1) Rubber hydrochloride becomes less effective
as a barrier against moisture vapor.

(2) The seam strength of polyethylene, polyvinyl-
idene chloride and rubber hydrochloride (sealed and aged)
is appreciably lowered.

(3) The sealing capabilities of rubber hydrochloride
and polystyrene are reduced, those of polyamide and poly-
carbonate apparently increased, and that of polyvinylidene
chloride is destroyed after 90 days of storage.

(4) The resistance of polyvinylidene chloride to
grease is reduced.

(5) The breaking strength of rubber hydrochloride
is reduced by more than 30% after the 90 day storage.

(6) The tearing strength of rubber hydrochloride is
reduced by almost 30%. That of polyvinyl chloride is
increased with exposure to heat but this is probably due
to shrinkage of the film.

(7) The elongation of rubber hydrochloride is almost
doubled and that of polyethylene is drastically reduced,
both conditions being possible indications of deterioration.

10 64-1763



(8) Polyvinylidene chloride, rubber hydrcochl-Iride,
polyvinyl chloride, polyamide and polyethylene suffered
moderate to high increases in acidity which is direct
evidence of changes in chemical composition.

(9) The sample of cellophane became brittle and
blocked so badly that testing could not be performed after
30 days exposure.

(10) The sample of polystyrene blocked slightly but
test specimens showed little detericration with the
exception of heat sealability as noted above.

The corrosiveness of plastics to metals, a characteristic
which would disqualify a material from any military application
where there was contact with metals at temperatures above
normal, is shown in Table V. Polyvinylidene chloride,
rubber hydrochloride and PVC, to a lesser extent, are
corrosive to both copper and steel. Cellophane, poly-
styrene and polyamide are moderately corrosive to copper
at the high temperatures (160 0 F) only and do not affect
steel at that temperature. Testing of this prcperty at
130OF was not performed on material which caused no corrosion
at 160 0 F.

Table V1 summarizes the properties of the plastic film
types and is the major reference for the following discussion
concerning selection of components for transparent barrier
materials.

A transparent barrier material at a reasonable cost
which would afford protection equivalent to the currently
used opaque packaging materials de a cribed by Military
Specification MIL-B-131 is needed. A few films, comparable
in properties to the MIL-B-131 materials, have been marketed
but their cost is exoessive ($1.40 to $1.50 per square yard).
The properties of the desired composilte are: (1) trans-
parency, (2) nominal thickness (5 mils or less), (3) extremely
low MVTR, (4) non-corrosiveness to metals, (5) grease resist-
ance, (6) fungus resistance, (7) excellent heat sealability
(6) s&tability to storage at elevated temperatures, and
(.) high physical strength characteristics.

Presently available composite plastic films conforming
to these requirements utilize a three-component system. In
order to reduce the cost of such fabrications, either
(1) a two-component system must be used or (2) cheaper
components must be selected. The former is preferred since
the physical addition of a third component drastically
increases the composite p-ice.

11 64-1763
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The extremely low MVTR requirement makes it
necessary that a fluorocarbon be used as one of the
components. (No other material havirg this property at
a reasonable thickness is available). Since this is a
very expensive material, the lowest possible thickness
must be utilized. It can also be established tha- this
material must be the outer ply because (1) the wastage
involved in the laminating process makes it imperative
that this expensive item not be used as the middle ply
where it would be laminated twice and (2) it does not
have the heat sealability required for use as the inner
ply. Fluorocarbon C, then, at approximately 1/2 mil must
be used as the outer ply.

Since the fluorocarbon at this thickness cffers very
little in additional properties, the second component cf
a two-component system would be required to furnish the
remaining characteristics. Some moisture vapor resistance
would also be desired since the flc'-rocarbon at this
thickness is borderline in meeting MIL-B-131. Only two
films evaluated have promise toward meeting these reqjire-
ments: (1) polyvinyl fluoride which is excessively
expensive and (2) the polyesters whose heat-sealing
characteristics are questionable.

Several reasonably priced films offer- possibi.lties
as the center ply of a three-component system. These
include the polyesters, oriented polypropylene, irradiated
polyethylene, polycarbonate and possibly pclyamide if it
can be established that it would not induce copper corrosion
from this position.

The material selected for the inner pLy must have
excellent heat-sealability and be non-corrosive to metals
in all cases. A high tearing strength and a lcw MVTR
are necessary in certain fabrications. Two materials
are available at low cost which meet these requirements:
conventional medium density polyethylene and uncriented
polypropylene. Polypropylene is superior to polyethylene
in storage stability, particularly in regard to seam
strength, and is considered more appropriate for this
application.

In summation, a three-component system compcsed of
(1) fluorocarbon C (1/2 mil), (2) a reasonably priced
component featuring high strength characteristics and
(3) unoriented polypropylene should provide the military
with an improved transparent barrier material at a reduced
cost. A two-component system composed of (1) fluorocarbon
C (1/2 mil) and (2) a polyester with excellent heat
sealing characteristics (if s."ch is available) should result
in an acceptable material at an even greater reduction in
cost.
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Six composite films (two -2 component systems and four-3 component systems as discussed above) are presently beingprepared by industry at RIA request for evaluation atRock Island Arsenal Laboratory.
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